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Kennzeichnung: MATERIAL, HEAT-NO., MANUFACTURING/SAMPLE-NO.

Zeichen des Lieferwerkes:

70 HEAT PROCESS OXYGEN STEEL

|
f

Marking: Supplier's mark: TKS
Marque: BOG aA04 Marque d'usine:
BO1
TYPE OF PRODUCT / SURFACE
STRIP; COLD-ROLLED STRIP; LIGHTLY OILED / SURFACE QUALITY: R;
BO9 x B10 x B11 BOS B13 E13
ITEM |DIMENSIONS NUMBER WEIGHT WEIGHT
PIECES NET GROSS
kg kg
012 1,21 x 1219,0 [mm] ¥ 1 9.060 9.110
013 0,91 x 1219,0 [mm] A 2 19.000 19.100
Lt 3 28.060 28.210
LIST OF MATERIAIL IDENTS
|BO7 coo RO7 nosg BI13 B13
ITEM |BUNDLE SAMPLE HEAT NUMBER WEIGHT WEIGHT
NO. NO. PIECES NET GROSS
kg kg
012 C275261 153828E 788912 1 9.060 9.110
013 C275253 151854E 788913 1 9.620 9.670
013 C275254 151854k 788913 1 9.380 9.430
CHEMICAL COMPOSITION OF THE HEAT IN % C71~C99
| BG7
{ HEAT NO. C SI MN P S AL B CR Cu MO N
788912 0,042 ©,021 0,230 0,006 0,0018 0,025 10,0001 0,034 0,019 0,003 0,0062
788913 0,036 0,020 0,220 0,009 0,0020 0,031 0,0001 0,034 0,013 0,007 0,0042
: NB NI TI v
788912 0,001 0,024 0,003 0,001
788913 0,001 0,022 0,003 0,001

thyssenkrupp Steel Europe AG




Werks-Nr.
Works-No.
No de l'usii

AQ8 éeugfnis-NrN AC3 gﬁ'ndungls;\?lr, geile-mr.
ificate-No. ipment-No. age-No.
ne 41 54261 Nggéccaezmcgt 6745 1 42001 No ge envoi Page-No, 2
' TENSILE TEST (ASTM EB)
’}307 coo coz  co3 cIo C11 ciz 13
HEAT- SAMPLE POSIT TEST TYPE R R Rm Lo A
NO. NO. TEMP Art
°C MPa MPa mm %
788912 153828E L +20 A 178 RP02 318 50 45
788913 151854E L 420 A 193 RPO2 330 50 44
ROUGHNESS(DINEN10049/2,5MMCUTOFF)
BO7 coo coz
HEAT- SAMPLE POSIT RA
NO. NO. pm
788912 153828E Q 1,2
788913 151854E Q 1,3
LEGENDS
TYPE TENSILE TEST POSIT
A = FLAT TENSILE TEST (ASTM "STANDARD L = LONG.
SHEET-TYPE") Q = TRANS.
202
ABNAHMEBEAUFTRAGTER DES HERSTELLERS
THE MANL]FACTURER'S AUTHQRIZED INSleCTION REPRESENTATIVE
LE REPRESENTANT AUTORISE DU CONTROLEUR DU PRODUCTEUR
403 Finger ( Leiter Abnahme ) 203  Ssartoris ( Fachkoordinator Abnahme )
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