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B02/B03

C70 HEAT PROCESS

YENSILE TEST (ASTM E8B)

OXYGEN STEEL

Kennzeichnung MATERIAL, HEAT-NO., MANUFACTURING/SAMPLE-NO. Ze;chendes Lieferwerkes:
Markin upplier's mark:
Marqug BO6 204 Marqned'uslne TKS
BO1
TYPE OF PRODUCT / SURFACE
STRIP; COLD-ROLLED STRIP; LIGHTLY OILED / SURFACE QUALITY: A;
B0O9 x B10 x B11 BO8 B13 B13
ITEM |DIMENSIONS NUMBER WEIGHT WEIGHT
PIECES NET GROSS
' kg kg
008 |0,45 x 914,00 [mm] * 1 8.540 8.591
wx 1 B.540 §.591
LIST OF MATERIAL IDENTS
BO7 coo BO7 BO8 B13 B13
ITEM |BUNDLE SAMPLE HEAT NUMBER WEIGHT WELIGHT
NO. NO. PIECES NET GROSS
kg kg
008 |B415100000 B415100000 330024 1 8.540 8.591
CHEMICAL, COMPOSITION OF THE HEAT IN % C71-C88
BO7
HEAT NO. C 51 MM P S AL B CR CU MO N
330024 0,038 0,008 0,260 0,017 0,0070 0,042 0,0006 0,030 0,011 0,002 0,0031
NB NI . TT v
330024 ¢,001 90,015 ¢,001 0,001

BO7 coo co2 ©03  CID c11 ciz c13
HEAT- SAMPLE POSIT TEST TYPR R R Rm Lo A
NG. NO. TEMP Art
°C MPa MPa mm %
330024 B415100000 L 42D A 187 RPO2 331 50 41
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\\:vvgrlmc: err. AOE éea;’gl;ﬁr!stNrN A03 gmndungls-"l’\g, gelre{gﬂ'n
~ND. erithicate-No. o menl- N ~NO.
Nooda i‘ugne 41 5426 1 No de certiffeat 675444800 1 No %e envai ngﬁ»ug. 2

BO7 coo co2

HEAT- SAMPLE POSIT RA
NO. NO. um
330024 B415100000 o] 1,3

LEGENDS

z02
ABNAHMEBEAUFTRAGTER DES HERSTELLERS

ROUGHNE S S (DIN EN 10049 / 2,5 MM CUT OFF)

TYPE TENSILE TEST POSIT
A = FLAT TENSILE TEST (ASTM "STANDARD L = LONG.
SHEET-TYPE") Q = TRANS.

THE MANUFACIURER'S AUTHORIZED INSPECTION REPRESENTATIVE

LE REPRESENTANT AUTORISE DU CONTROLEUR DU PRODUCTEUR

. lukir

Finger ( Leiter Abnahme ) 203 Sartoris ( Fachkoordinator Abnabme )

203
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z031 =% stpulations da ta comm:

E8wiid bss , dass die Lleferung
den w, belder

Wa horcby cerlify that the above mentioned materials
have boar) delivared in sccordanco wiil the lerms of order. Y

Nous allestons que les prod:m Twrés sonl conformas
e,




