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Werkstoff ; Quality ; Malériau / Lieferbedingungen ; Specification ; Conditions de livraison

B02/B03

Kennzeichnung: MATERIAL, HEAT-NO., MANUFACTURING/SAMPLE-NO.

G o o TKS

C70 HEAT PROCESS OXYGEN STEEL

TENSILE TEST (ASTM E8)

Marking:
Marque: gpe A04 Marque d'usine:
BO1
TYPE OF PRODUCT / SURFACE
STRIP; COLD-ROLLED STRIP; LLGHTLY OILED / SURFACE QUALITY: A;
BO9 x BI10 x B1l1 BO8 B13 B13
ITEM [DIMENSIONS NUMBER WELGHT WEIGHT
PIECES NET GROSS
kg kg
007 0,61 x 914,0 [mm] ® 1 g.066 8.117
ok 1 8.066 8.117
LIST OF MATERIAL IDENTS
BO7 coo BO7 BO8 B13 B13
ITEM |BUNDLE SAMPLE HEAT NUMBER WEIGHT WEIGHT
NO. NQ. PIECES NET GROSS
kg kg
007 |P677730100 B089100100 757008 1 B.066 8.117
CHEMICAL COMPOSITION OF THE HEAT IN % Cc71-C92
BO7
HEAT NO. [of ST MN P s AL B CR cu MC N
757008 0,045 0,020 0,220 0,011 0,0025 0,032 0,0001 0,062 0,016 0,010 O,0036
NB NI TI v
757008 0,001 0,028 0,004 0,001

BO7 coo co2 €03 Cl0 c11 c12 c13
HEAT- SAMPLE POSIT TEST TYPE R R Rm Lo a
NO. No. TEMP Art
°c MPa MPa mm %
757008  B089100100 L 420 A 195 RPO2 338 50 43
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ROUGHNE S 8 (DIN EN 10049 / 2,5 MM CUT OFF)
BO7 coG cez
HEAT- SAMPLE POSIT RA
NO, NO. pm
757008 B0OB9100100 [¢]} 1,4

LEGENDS

TYPE TENSILE TEST POSIT
A = FLAT TENSILE TEST (ASTM "STANDARD L = LONG.
SHEET-TYPE") Q = TRANS.
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ABNAHMEBEAUFTRAGTER DES HERSTELLERS

THE MANUFACTURER'S AUTHORIZED INSPECTION REPRESENTATIVE
LE REPRESENTANT AUTORISE DU CONTROLEUR DU PRODUCTEUR
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03 Finger { Leiter Abnahme )} 203 Sartoris { Fachkoordinator Abnahme }
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‘We hereby certily that the abovs mentoned materials
Abnahme have been delvéred in sccordance vath the tesms of order.
Nous attestons que las prndu(s liwés sant conformes
A0S 201 aire stipulations de ¥, cal




