CLIENTE: THCOTA NUMERO PTM-46265,70-2001
PROCARSA, S.A. DE C.V. CERTIFI¢ O DE CALIDAD CUSTOMER: i NUMBER
DE PRUEBAS rISICAS-QUIMICAS PEDIDO CLIENTE £.0. =
) PEDIDO INTERNO/ LO. 6538 FECHA
QUALITY CERTIFICATE OF TEST PHYSICALS-CHEMICAL PARTIDA (S) DATE  MARZO 26, 2001
ITEMS 21339-20
ESPESOR DE PARED (GRADO : —;um.o_‘ HIDROSTATICA:
WALL THICKNESS 9.250" GRADE : ASTM AS3-B_ * HIDROSTATIC TEST: 111 Kg/em® 1580 PSi
PRUEBAS DE TENSION ANALISIS QUIMICO % EN PESO
TENSILE TEST CHEMICAL ANALYSES PERCENT WEIGHT
LIMITE ELASTICO ULTIMA TENSION
NUMPROSETA |  COLADA VISLOSTRENGTH | TENSILESTRENGTH | % ELONG.| 12A.T C Mn P S Cb v Ti Si Cu Al Ca Cr Ni Mo N Ceq
DESCRIPTION HEAT (PS.1) (®SJ) 2" YSTS -
3A-16 Lc| 111528 56 482 68 330 38 0.83 || 0.136 0.95 0.017 0.007 - R T - 0.223 0.023 0.050 0.0029 0.020 0.028 - 0.0070

16B-27 Lc{ 211209 61 152 73 382 38 0.83 || 0.140 0.90 0.015 0.007 - - - 0.188 0.013 0.030 0.0027 0.017 0.022 - 0.0057

CON LOS REQUISITOS APLICABLES DE LA ESPECIFICACION:

CERTIFICAMOS QUE LA TUBERIA AQUI DESCRITA CUMPLE Y HA SIDO
FABRICADA, MUESTREADA, PROBADA E INSPECCIONADA DE ACUERDO

WE CERTIFY THE PIPE ABOVE MENTIONED ACCOMPLISH AND HAS
BEEN MANUFACTURED, SAMPLED, TESTED AND INSPECTED IN
ACCORDANCE WITH APPLICABLE REQUIREMENTS OF SPECIFICATIONS:

ASTM




