T i meaesa RN TUCOTA NUMERO PTM-SR035-2004
PROCARSA, S.A. DE C.V. CERTIFICADO DE CALIDAD CUNTOMER: NUMBER
DE PRUEBAS FISICAS-QUIMICAS PEDINO CLIENTE /P.0;
PEMMDO INCERNO / 1.G. 1173y FECTIA
QUALITY CERTIFICATE OF TEST PHVSICALS-CHEMICAL PARTIDA (S) DATE MARZO 23, 2004
1TEMS 41782-20
DIAMETRO ; ESPESOR DE PARED GRADO : PRESION HIDROSTATICA:
DIAMETER: 10 34" WALL THICKNESS 0.500" :RADE : APESL X-42 HIDKOSTATIC TEST: 211 Kg/em? 3000 PS)
PRUEBAS DE TENSION ANALISIS QUIMICO % EN PESO
TENSILK TEST CHEMICAL ANALYSES PERCENT WEIGRT
LIMITE. ELASTICO HLTIAA TRNSION -
NUM.PHOBETA CO8LADA VIKLD STRENG 1N TENSILE STRENGTH | vatong. | e C Mn r S Cb A% Ti Si Cu Al Ca Cr Ni Mo N Ceqy
PLESL HIPTION HEAY (PS.).) [LA¥E) ol Y.&S
68 Tc| 127862 61426 75 005 40 082 0.161 1.10 0.01% 0.007 0.001 0.002 0.003 0.213 0.041 0.035 0.0035 0.028 0.035 0.007 9.0050
Ts 80 505
10-7 Tc| 127863 56 022 73363 39 0.76 0.17¢ 1.12 0.012 0.005 0.001 0.001 0.003 | 0.190 0.028 0.033 0.0028 0.018 0.027 0.005 0.0079
Ts 78 544
8-3 Tl 127865 €0712 73 486 39 083 0.161 1.10 0.015 0.007 0.001 0.002 | 0.003 0.213 0.047 0.035 0.0037 0.028 0.035 0.007 0.0060
Ts 81 401
3-14 Tc| 127866 66 421 75538 38 0.88 0172 1.09 0.018 0.006 0.001 0.004 | 0003 | 0.201 0.026 0.034 0.0020 0.017 0.026 0.004 0.0065
Ts 80767 :
CERTIFICAMOS QUE LA TUBERIA AQUI DESCRITA CUMPLE Y HA SIDO WE CERTIFY THE PIPE ABOVE MENTIONED ACCOMPLISH AND HAS
FABRICADA, MUESTREADA, PROBADA £ INSPECCIONADA DE ACUERDO BEEN MANUFACTURED, SAMPLED, TESTED AND INSPECTED IN .
CON LOS REQUISITOS APUCABLES DE LA ESPECIFICACION: ACCORDANCE WITH APPLICABLE REQUIREMENTS OF SPECIFICATIONS:
AP! SPECIFICATION 5L
e ﬂ024<.wm0020 EDITION, JANUARY, 2000 . : EGURAMIENTO DE CALIDAD
FFECTIVE OATE  JULY 1 2800 ’ T
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