CLAENTE: TUCOTA Zé;:,.,_\ PN »Z:w,.,,...m
PROCARSA, S.A.DE C.V, CERTIFICADO DE CALIDAD CUNTOMER: NUMBER
DE PRUEBAS FISICAS-QUIMICAS PEBIDO CLIENTE /PO, |
PEDIDO INVERNOQ / LO. 11739 FECA
QUALITY CERTIFICATE OF TEST PHYSICALS-CHEMICAL PARTIDA (5) DATE AARZ O 23, 2004
) VIEMS 41782-20 ]
DIA ‘ ESPESOR DE FARED GRADO : PRESION HIDROS TATICAS T
‘DIAMETER 15 10 3/4" WALL THICKNESS 0.500" GRADE : APLSL X-42 HIDROSTATIC TH51: 211 Kyem® 100 1S}
o PRUEBAS DE TENSION ANALISIS QUIMICO % EN PESO B
TENSILE TEST CHEMICAL ANALYSES PERCENT WEIGIT
LIMITE ELASTICO ULTIMA TENSION
M COLADA VIELDSTRENGTH | TENSILESTRENGTH | % ELONG. | LEUT C Mn P S Ch \% Ti Si Cu Al Ca Cr Ni Mo N Ceq
' HEAT ®8.1) (PS50 1 V.SIT.S
! 127862 61 426 75 005 40 0.82 0.161 1.10 0.015 0.007 0.001 0.002 | 0.003 0.213 0.041 0.035 0.0035 0.028 0.035 0.007 0.0050
80 505
127863 56 022 73 363 39 0.76 0.176 1.12 0.012 0.005 0.001 G.001 0.003 0.190 0.028 0.033 0.0028 0.018 0.027 0.005 0.0078
78 544
127865 80712 73 486 39 0.83 0.181 1.10 0.015 0.007 0.001 0.002 0.003 0.213 0.041 0.0356 0.0037 0.028 0.035 0.007 0 DOBO
] . 81 401
127866 66 421 75538 38 0.88 0.172 1.09 0.018 0.006 0.001 0.004 { 0.003 0.201 0.028 0.034 0.0020 0.017 0.026 0.004 | 00065
80 767

mnm_ﬁ._m.n\rzﬂw QUE LA TUBERIA AQUI DESCRITA CUMPLE Y HA SIDO

mm>ww_0>0>. MUESTREADA, PROBADA E INSPECCIONADA DE ACUERDO
CUN LOS REQUISITOS APLICABLES DE LA ESPECIFICACION:
" *

WE CERTIFY THE PIPE ABOVE MENTIONED ACCOMPLISH AND HAS
BEEN MANUFACTURED, SAMPLED, TESTED AND INSPECTED IN
ACCORDANCE WITH APPLICABLE REQUIREMENTS OF SPECIFICATIONS:

AP1 SPECIFICATION 5L
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