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Numero: ; . .
.—um:m ﬂwm mﬂoc ﬂv CERTIFICADO DE CALIDAD Number: —UN@.DN\—UNQO. Tet: (81) 83-44-88-60
11082 Fax: (81)83-44-88-01
INSPECTION CERTIFICATE 1 DE 1
(DIN EN 10204 3.1.B - ISO 10474 3.1.B)
A : " T 6366, 30 : . .
Vendido Arycora Pedido del cliente No: €366, 3020, 7164, 3233 [Lista deempaque:  g340  |FeRRYPRTRE 11 ge 2003
Sold to: Customers Order No: Packing List:
Especificaciones y Grados / Standard or Specification and Steel Grade Dimensiones y tolerancias / Dimension and tolerances Bocas / Ends
Seamless Fittings according to ASTM/ASME A/SA 234 WPB - NACE MR 01.75 ed. 02 -
Conform to ASME Il Ed. 2001 ASME B 16.9 and ASME B 16.28 edition 2001 Biselado / Bevelled ends

DESCRIPCION DE MATERIAL / MATERIAL DESCRIPTION PRUEBAS MECANICAS / MECHANICAL TEST PRUEBA DE IMPACTO 0°C / IMPACT TEST 0°C

[[ART.| COLADA [CANTDAD] —CEDENCIA _RUPTURA ONG. | DUREZA || DIMENSION [ . | PROMEDIO

DESCRIPCION / DESCRIPTION YIELD STRENGTH |TENSILE STRENGTH HARDNESS|| SAMPLE DIM 1 2 3 AVERAGE

ITEM |HEAT CODE| QUANTITY (MPa) (MPa) o HR i Joules Joues | Joutes g
1 TAE6 15 ELLS 6 X 90 L.R. SCH. XH 318 478 40 136 N/A N/A N/A N/A |N/A
2 ous 14 CONC. RED. 2 X 1 SCH. XH 347 501 39 123 N/A N/A N/a | N/JA N/A
3 RO3 28 CONC. RED. 2 X 1 1/4 SCH. XH 350 528 ; 35 120 N/A N/A N/A N/A pN/A
4 FT5 4 CONC. RED. 2 1/2 X 1 1/2 scH STD|| 357 492 32 126 N/A N/A N/A N/A N/A
5 SSNS 380 ELLS 2 X 90 L.R. SCH. XH 332 483 41 130 N/A N/A N/A | N/A N/A
6 TAE6 30 ELLS 6 X 45 SCH. XH 318 478 40 136 N/A N/A N/A N/A N/A
7 SA3 20 RED. TEE 2 X 1 1/2 SCH. STD 372 527 40 | 141 N/A N/A N/A N/A N/A
8 TZAS 22 RED. TEE 6 X 4 SCH. STD 330 496 46 135 N/A N/A N/A N/A N/A
9 SSV5 17 CONC. RED. 2 1/2 X 2 SCH. STD 339 488 29 128 N/A N/A N/A N/A N/A
10 TYCS 9 ELLS 8 X 90 L.R. SCH. XH 322 491 39 141 N/A N/A N/A N/A N/A

ANALISIS QUIMICO / CHEMICAL ANALYSIS

ertificamos que los resultados de los Analisis Quimicos y Pruebas Mecanicas

——
COLADA son verdaderos o una copia fiel de los.certificados enviados por el Fabricante
COLADAJHEAT o 0L Qi o, o, [} o/ Ni [
HEAT CODE %C.E.| %C | %Mn | %P %S %Si %Cr | %Cu | %Mo %Ni %V %Nb
PROCESS M.P./MOTHER PIPE /o et proveedor de Materia Prima con N°:
e certify that result of chemical analysis and mechanical test are true and correct
HF TAE6 13369 0.307¢9.170 p.670 P.014 |0.002 [0.270 P.060 P.055 P.039 P.030 P.000 j0.000 | . .
copy of the test certificate issued by the manufacturer and/or suplier Raw
CF ous 23880 0.3400.200 p.730 p.014 |0.001 |0.290 P.040 P.050 P.020 P.040 P.001 j0.001 terial certs N°:
CF RO3 30826 0.325¢.190 p.750 p.013 {0.001 j0.280 P.010 P.070 P.010 P.020 P.0OOO P.OCO1H03017150 158101 99013090
95794 0.292¢.160 p.660 P.008 {0.003 [0.270 P.050 P.078 P.023 P.040 P.000 pP.00O0OJ 02006357 160515
24683 0.344¢.190 p.790 p.007 {0.001 [0.280 P.050 P.040 p.040 p.020 p.001 p.001 QL.C199912S0 03013754 152468 03006646
13369 0.307¢.170 pP.670 P.014 [0.002 {0.270 P.060 P.0O55 P.039 pP.030 p.0o0OO
M33245 0.300¢.230 P.390 pP.018 |0.010 |0.210 pP.020 P.010 P.000 pP.010 p.0O0O
12676 0.3636¢.190 p.870 p.010 |0.016 |0.232 p.060 p.082 p.050 p.004 p.0o00O
22039 0.334¢.150 p.760 P.012 [0.001 |0.310 P.030 P.050 p.020 p.050 p.o0O01
10764 0.35309.190 p.770 p.011 [0.001 |0.300 P.060 P.08Y9 P.055 P.090 P.00O
I— ]
otas: ., Notes: e ——
‘ormado en caliente a 780°C-940°C, enfriado at Hot formed fittings in a range from 780°C to 940°C, Cooled in still air;
ire;Formado en frio normalizado a 940°C max. Cold formed normalized at 940°C max. Gerente de >wm@—\=.m3mm3~0 de Calidad: ~
iempo de permarneancia 10" Holding time 10’ .
peccion Dimensional: Satisfactoria. Visual dimensional check: Satisfactory. Quality Assurance Mannager:

CC-008

F. FORMADO EN CALIENTE/HOT FORMED CF: FORMADO EN FRIO/COLD FORMED




