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Industrial de Vélvulas, S.A. de C.V.

QUALITY ASSURANCE
CERTIFICATE OF COMPLIANCE

WE CERTIFY THAT THE PRODUCT LISTED BELOW WAS DESIGNED, MANUFACTURED AND TESTED
ACCORDING TO OUR QUALITY SYSTEM AND REQUIREMENTS GIVEN IN ONE OR MORE

APl 6D - PIPELINE VALVES - GATE, PLUG, BALL AND CHECK

API 600 - STEEL GATE VALVES - FLANGED AND BUTT-WELDING ENDS
AP1 598 - VALVE INSPECTION AND TESTING

API 599 - METAL PLUG VALVES - FLANGED AND WELDING ENDS
ANSI B16.10 - FACE TO FACE AND END TO END DIMENSIONS OF VALVES

OF THE FOLLOWING STANDARS:

ANSI B16.34 - VALVES - FLANGED, THREADED, AND WELDING ENDS

MSS-SP61 - PRESSURE TESTING OF STEEL VALVES
PART. No.:
DESCRIPTION: 4o £1g, 5202 F UT K3, AP1 TRIN Mo 8
VALV, CONP. DE ACERD FNED, VALVULA SUNINISTRADA COM CONTROL DE ENISIONMES
PRESSURE TESTS | SHELL |BACK| 1ST | 2ND FUGITIVAS A 50 PPH'S MAL
SEAT | SIDE | SIDE
HYDROSTATIC (PSI)
150 450 s s
PNEUMATIC (PSI) " o
MECHANICAL TESTS
CHEMICAL COMPOSITION (% TENS| YIELD| ELG | RED| BHN
TTEM | HEAT [MATERAL] C | Mn | P S | Si | Ni | Cr| Mo| Cu| V | W |Kkpsi|kpsi| % | %
No. | (asTm) cvNel 1ST | 2ND| 3RD | AvG
CUERPD SA9) A21bWCB| 0.130 0.840 0.021 0.010 0.450 0.030 0.080 0.010 0.040 0.012 7.9 .87 B.b 25 1%
BONETE-TAPA [J375A232 [A 215 WCB | 0.200 0.870 0.020 0,018 0.3%0 0.070 0.140 0.040 0.043 0.002 .49 47.17 32.0 S6.0 136
CUMA-DI5C0- | SAB1 A6 CH  0.200 0,910 0.021 0,012 0.520 0.060 0.09% 0.020 0.070 0.011 7.3 5542 .2 Wb 159
TAPON
CERTIFIED BY:
QUALITY CE
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