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; ; ® industrial de Vafauas, 5.4, de C.V WNUMERO)  NUMBER: VOACI944
Av. de la Indlustria Lole 16 Frace. Industrial el Trébol 1410372004

\w-, Tepotzellan, Estada de Mexico C.F 54600 {FECHA) DATE:

QUALITY ASSURANCE CERTIFICATE OF COMPLIANCE

ASEGURAMIENTO DE CALIDAD CERTIFICADO DE CUMPLIMIENTO

WE CERTIFY THAT THE PRODUCT LISTED BELOW WAS DESIGNED, MANUFACTURED AND TESTED
ACCORDING TC CUR QUALITY SYSTEM AND REQUIREMENTS GIVEN IN ONE OR MORE
OF THE FOLLOWING STANDARS:

CERTIFICAMOS QUE EL PRODUCTO LISTADO ABAJO FUE DISENADO, FABRICADO Y PROBADC
DE ACUERDO CON NUESTRC SISTEMA DE CALIDAD Y CON REQUISITOS ESTABLECIDOS
EN UNO O MAS DE LOS SIGUIENTES ESTANDARES

APl 6D - PIPELINE VALVES - GATE, PLUG, BALL AND CHECK

API 800 - STEEL GATE VALVES - FLANGED AND BUTWELDING ENDS
API 598 - VALVE INSPECTION AND TESTING

API 599 - METAL PLUG VALVES - FLANGED AND WELDING ENDS

ANS| B16 10 - FACE TO FACE AND END TC END DIMENSIONS OF VALVES
ANSI B16 34 - VALVES - FLANGED, THREADED, AND WELDING ENDS
MSS-SPE1 - PRESSURE TESTING OF STEEL VALVES

PART. No.:
(CODIGO; STTF

DESCRIPTION: 2 FIG, 5202 F W1 W3, 421 TRIN o.3

CABT STEEL GATE ¥ALVE (VALWRA CONPUENTA DE ACERO FINBING}

VALVE WITH LON ENIESION CONTREL (VALVULA SXRINISTRAMA CON CONTROL DE EMISIDNES)
PRESSURE TESTS | SHELL | BACK | SIDE {400
{PRUEBAS DE PRESION; | [CASCO} | SEAT 1 _I 2 (FUGITIWG A 30 PP'S MAY)
HYDROSTATIC (PSI
{HIDFIOSTATICI\(} ) 0 % N L ¥
PNEUMATIC (PSI)
{NEUMATICA) » il
MECHANICAL TESTS  (PROP MECANICAS)
CHEMICAL COMPOSITION (%) {COMPOSICION QUIMICA) TENS | YIELD | ELG | RED|BHN
ITEM H J MATERIAL] € Mn P 5 i Ni Cr Mo Cu v W | KPSI| KPSI | % | %
(PARTE} | (COLADAH{ {ASTM) CVN@| 1ST | 2ND | 3RD | AVG
[ 4] ] l!!iﬂ g.200 0.9 0038 004 O.4t0 0.D4Y D02 004 O0.040 0.000 A 4.0 3.4 MG I
(CUERPE)
mcm;me aau.ud .20 &% 0.0 0.0 040 0022 0023 0001 O0.B2Y 0.000 A WY 20 R0 18
(BNETE TARN
MEDCE BISK | Mo A70A 0030 07 0,038 0.0 O.9M 0.0M0 13.09 0.004 O.028 0.002 .8 N4 2 40 2N
MU
{31500}
CERTIFIED BY:

QUAL] SURANCE
CERTIFICADO POR:  ASEGURMAIZNTO DE CALIDAD ot oy -




