VALVULAS WORCESTER DE MEXICO, S.A. DE C.V.
RHINO VALVES WORLDWIDE \ g‘ﬂ

CERTIFICADO DE CALIDAD/QUALITY CERTIFICATE
EN102043.1 B

Fecha / Date:
11/Feb/04

 |ORIGINAL

Vélvulas Worcester de México, S.A. de C.V., certifica que el material indicado cumple con nuestras
especificaciones como se describe en nuestros catalogos, hojas de especificacién, dibujos y en otra literatura.
Los productos, partes, materiales indicados aqui han sido comprados, fabricados, inspeccionados y probados
de acuerdo con estas especificaciones, a nuestro sistema de calidad ISO 9001, y ASME/ANSI B16.34-1998

inciso (7.

Valvulas Worcester de México, S.A. de C.V., hereby certifies that the material supplied is in accordance with
our specifications as describe in our catalog, spe01ﬁcat10n sheets, drawings, and other literature. The products,
parts and materials identified herein have been purchased, manufactured, inspected and tested in accordance
with these specifications, our ISO 9001 quality assurance program, and ASME/ANSI B16.34-1998 part (7.

Elaboro / Elaborated by: Aprobo / Aprobed by:
Jose LujgPerez C. Ing. SaW Becerra.
Metrologista Gerente de Aseg¥ramiento de Calidad

Quality Ass. Manager.

Maiz No. 263, Colonia Valle del Sur, Delegacién Iztapalapa, México D.F. C.P. 09819

Teléfonos: 56-70-51-55 (8 lineas) 56-70-66-24 55-82-91-03 5582-30
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VALVULAS WORCESTER DE MEXICO, S.A. DE C.V.
RHINO VALVES WORLDWIDE

CERTIFICADO DE CALIDAD / QUALITY CERTIFICATE

—Om_ﬁ._ﬂ_ﬁ.»UO | CERTIFICATE:

COMPONENT
- COMPONENTS
CUERPO / BODY

EE98869/45

ASTM B124 C37700

TAPA / PIPE END

ASTM B124 C37700

VASTAGO / STEM

AlSI 316

B LA R ¢

ESFERA / SPHERE

ASTM A351 CF8M

L
2 < 5 <
X
F4 = o o = z | x
B o2 5|9 8|z K @
3 @ 2 i m <|a z|§ 8
No. | C% |Mn% | Si% [ P% | S% | Cr% |Mo% | Ni% | Cu% | V% | Fe% | A% | N% | zn% |Pb% |Sn% | < & | S E |2 21z S |f 2
5 4]/2 3|5 8|5 0|3 &
z = w Q 4 J183 3 =] <
g o2t D9 212 8 T
® 3
2 |5 > g
E R
4
1 X | 0006|0004 X X | o004 [ x X |59630| x | 0004 |o0o000O| x |38120] 1.960] 0.036 X X X X 60 RB
2 x |o0.004|0006| x X | 0005 [ X X |59170f X | 0.244 [0023| x | 38470 2.050] 0.028 X X X X 60 RB
3 | 0020 | 1.560 | 0.460 | 0.028 | 0.028 | 16.250 | 2.040 | 10.200 | X X X X |o0043| X X X | 625Mpa | 548 Mpa 40 70 197 HB
4 | 0044 | 111 | 0448 ] 0025|0010 1860 | 224 | 9480 | X X X X X X X X | 75582psi | 45177 psi 47 X 156 HB
o OF TESY RESULT
PRUEBA HIDRAULICA DEL CUERPO 900 SIN FUGA
HYDRAULIC TEST ON BODY " OK" NO LEAKAGE FOUND
PRUEBA HIDRAULICA EN ASIENTOS 200 SINFUGA
HYDRAULIC TEST ON SEATS " OK" NO LEAKAGE FOUND
PRUEBA NEUMATICA EN ASIENTOS 50-80 SIN FUGA
NEUMATIC TEST ON SEATS * OK" NO LEAKAGE FOUND
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